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SPECIFIC ATION DATA

TEST STANDARD
UL-723 (ASTM E84-08)

UL® CLASSIFICATION
Flame Spread 25
Smoke Developed              450

UL® DIRECTORY REFERENCE
• Building Materials Directory (1998 Supplement or Current Year)
• Wall Covering (BWSZ)
• UL® Fire Number R-7821

NATIONAL CODE REFERENCE MATERIAL RATING
• International Building Code = Class A
• Life Safety Code (Sec. 6-5.2) = Class A
• BOCA (Sec. 803.4) = Class I
• Standard Building Code (Sec. 803.2) = Class A 
• Uniform Building Code (Sec. 801) = Class I 

RESTRICTIONS
N/A

UL® MARKING (LABEL)
• 1 Label per shipping carton.

Note: A UL label means the certified products are included in a yearly follow up/audit program so UL can ensure the company
continues to provide the same quality product originally tested.

WALL COVERING
SURFACE BURNING CHARACTERISTICS

91L8
D-1BPMP

0.075 in. MAX. THK.+

+ - Intended for mechanical fastening to interior surfaces. Tested in one 10 in. wide longitudinal piece 
covering 55.6 percent of the exposed test sample area. Flame spread and smoke developed recorded 
while material remained in the original test position. Ignition of molten residue on the furnace floor 
resulted in flame travel equivalent to calculated flame spread classification of 25 and smoke developed 
classification of 450.
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